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RESULTS OF ANALYSIS SAMPLE NUMBER
Red XV-830Felt Tip Ink, Batch # XV-12588
Lab ID: 2014-X-2676

	Analysis
	Results (ppm)
	Requirements (ppm)

	Total Halogens:
	…..
	250 maximum

	Bromine
	<9 ppm
	100 maximum

	Chlorine
	52 ppm
	100 maximum

	Fluorine
	25 ppm
	100 maximum

	Iodine
	<7 ppm
	100 maximum

	Lead
	<4.86 ppm
	25 maximum

	Sulfur
	141 ppm
	250 maximum

	Low Melting Point Elements:
	…..
	300 maximum

	Sodium
	<4.86 ppm
	100 maximum

	Boron
	<4.86 ppm
	100 maximum

	Phosphorus
	<4.86 ppm
	100 maximum

	Cadmium
	<4.86 ppm
	100 maximum

	Antimony
	<4.86 ppm
	100 maximum

	Bismuth
	<4.86 ppm
	100 maximum

	Mercury
	0.0705 ppm
	100 maximum

	Zinc
	<4.86 ppm
	100 maximum

	Tin
	<4.86 ppm
	100 maximum

	Tellurium
	<4.56 ppm
	100 maximum

	Selenium
	<4.86 ppm
	100 maximum

	Silver
	<4.86 ppm
	100 maximum

	Thallium
	<9.72 ppm
	100 maximum

	Copper
	<4.86 ppm
	100 maximum



Meets GE Specification # D50TF8-S7
Signatures: Published by: Tony PIckett
· Physical signatures are on file.
· -Published By- signature indicates authorized release of data.
· Analytical Method on file.
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